Expanded Polystyrene Code Approved Roofing System

Underwriters Laboratories, Inc. (UL) Construction No. 458 Fire-Classified

5 . Fasteners (Optional) - Fasteners used to attach foamed
plastic and cover board to steel deck. Fasteners are

self-drilling, self-tapping roof insulation Roof Covering® - A maximum of 0.08" thick loose laid (ballasted),

screws with insulation plates mechanically fastened or adhered membrane roof covering

Classified by Underwriters Laboratories, Inc. as Membrane
for Roofing Systems (TGFU) as described in the
Roofing Materials and Systems

Barr.-e.r Board" (optional) - This is not needed when
EPS is used as insulation. A minimum 0.75" perlite,

0.5" wood fiber, 0.5" gypsum board or Georgia- Directory and the

SBCCI PST & ESI
Evaluation Report

Pacific 0.25" “Dens-Deck™™ cover board placed over
the insulation. Required when a single ply
membrane 1S mechanically listing
fastened or fully adhered

3_._ Foamed Plastic - Rigid polystyrene
insulation, EPS, loose laid or mechanically
fastened in one or more layers. Total
thickness and density of insulation not to

Steel Deck - No.22 MSG min exceed an equivalent of 10° at 1 PCF

1.5" deep unperforated coated steel,
fluted in 6" centers.

density (e.g., an equivalent combination
would be 8" at a 1.25 PCF density)

.Supports - Structural steel or other materials
acceptable to authorities having jurisdiction

*Bearing the UL Classification Marking

1-Adapted From SBCCI report #9749A, October 1, 1997
2-"Uplift" not investigated.

3-UL Construction #458 is listed in the "UL Roofing Materials and Systems Directory 1997" page 649

Molders Association



